
Environmental Engineering Research 28(1) 210430

Environ. Eng. Res. 2023; 28(1): 210430
https://doi.org/10.4491/eer.2021.430

 
Feng Zhang and Fan Yang 

Supplementary Materials 

Table S1. Specific Surface Area, Pore Size and Pore Volume of Activated Carbon before and after Modification
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Fig. S1. SEM images of an original activated carbon electrode. (a) 2,000 times, (b) 15,000 times magnification.

Materials
Specific surface area 

(m2·g-1)
Total pore volume 

(m3·g-1)
Micropore volume   

(m3·g-1)
Mesopore volume 

(m3·g-1)
Average pore diameter 

(nm)

AC
HNO3-AC

1,509.72
1,888.05

0.762
0.835

0.575
0.732

0.187
0.103

2.02
1.77


